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Fig. 2.10 Schematic of the Gibbs free energy of an intermetallic phase and inter-
secting a regular phase.
Copyright 2016 EPFL Press. This figure has been reproduced from Solidification,
by J.A. Dantzig and M. Rappaz, for instructional purposes. For other uses, please
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